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Interband transitions in GaInNAsSb/GaAs single quantum wells �SQWs� with nominally identical
nitrogen and antimony concentrations �2.5% N and 7% Sb� and varying indium concentrations
�from 8% to 32%� have been investigated by contactless electroreflectance �CER�. CER features
related to optical transitions between the ground and excited states have been clearly observed.
Energies of the QW transitions extracted from CER measurements have been matched with those
obtained from theoretical calculations performed within the effective mass approximation for
various conduction-band offsets �QC� and various electron effective masses. It has been found that
the QC increases from 40% to 80% with the rise of the indium content from 8% to 32% and the
electron effective mass is close to 0.09m0. The results show that the band gap discontinuity in
GaInNAsSb/GaAs SQWs can be broadly tuned with a change in the indium concentration. © 2007
American Institute of Physics. �DOI: 10.1063/1.2382721�

I. INTRODUCTION

The GaInNAs alloy holds promise for the realization of
high-performance laser diodes for telecommunications and
solar-cell applications.1–3 With concentrations of 6%–8% in-
dium and 2%–3% nitrogen, GaInNAs has a band gap corre-
sponding to 1.0 eV with little or no strain when grown upon
GaAs. The ability to grow thick coherent layers ��1 �m� is
extremely important for high-quality absorption-based de-
vices, such as solar cells and detectors. Before GaInNAs,
GaAs-based devices requiring thick layers of 1.0 eV band
gap material necessitated techniques such as graded strain
relaxation layers or wafer bonding that introduced perfor-
mance degrading defects. At higher concentrations of 30%–
40% indium and 2%–3% nitrogen, GaInNAs has enabled
GaAs-based long-wavelength edge-emitting and vertical-
cavity surface-emitting lasers at 1.3 and 1.55 �m.4–6 Before
the development of GaInNAs, it was impossible to obtain
these wavelengths from coherently grown material on GaAs
due to the very high strain found within the active region.
With nitrogen, although the strain is still very high
��2.0% �, it is low enough that one to three quantum wells
�QWs� may be grown. Most importantly, the emission from
the QW shifts to the red at �100 meV per 1% of nitrogen.

Antimony has been added as a surfactant and an incor-
porated group-V species during GaInNAs growth, improving
the structural and optical quality of the material.7–11

GaInNAsSb devices have shown remarkable progress to-
wards the realization of low-cost telecommunication devices
with the demonstration of the low-threshold 1.55 �m edge-
emitting laser12 and the electrically pumped 1.55 �m range
vertical-cavity surface-emitting laser.13 Antimony has also
been utilized during GaInNAs growth for solar-cell material.

Despite strong progress in the development of devices,
many fundamental material parameters, including the
conduction-band offset �QC� and the electron effective mass
�me�, remain unknown or are not fully understood. Knowl-
edge of these parameters is of great significance for a full
exploration and optimization of this material system for de-
vice applications. The QC for GaInNAs/GaAs QWs has been
investigated many times.14–20 There is general agreement that
for GaInNAs/GaAs QWs with high indium content �In
�20% �, the QC does not vary significantly with a rise in
nitrogen concentration and it can be assumed, in this case,
that the QC is close to 80%. Few investigations can be found
for GaInNAs/GaAs QWs with low indium content due to
decreased interest in these QWs. For indium concentrations
below 20%, the QC decreases to �40% –50%.15,16,21 For
indium-free QWs �GaNAs/GaAs�, a type-II discontinuity of
the valence band had been suggested during early studies on
this alloy.22,23 However, recent investigations show that
GaNAs/GaAs QWs are type-I structures with the QC of
70%–90%.24,25 The incorporation of antimony atoms into
GaNAs/GaAs significantly changes the QC. In general, it has
been observed that antimony atoms in III-V semiconductors
lead to a decrease of QC. For GaN0.02As0.98−xSbx /GaAs
QWs, it has been shown that the QC decreases from 80% to
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50% when the antimony content increased from 0 to
11%.26,27 For Ga0.9In0.1N0.027As0.973−xSbx /GaAs QWs with
the antimony content changing from 0 to �6%, the QC de-
creases from 55% to 45%.21 The incorporation of antimony
atoms into GaInNAs/GaAs QWs can be used to tune the
band gap discontinuities and improve the structural and op-
tical quality. This phenomenon is important from the point of
view of band gap engineering since it allows the control of
the band gap discontinuity, the band gap energy, and the
lattice strain more independently than in ternary or quater-
nary QWs �i.e., GaNAs/GaAs or GaInNAs/GaAs QWs�.

Another important parameter used in band gap engineer-
ing and device design is the electron effective mass. The
electron effective mass in dilute-nitride QWs has been pre-
dicted by theories28–32 and observed experimentally25,33–37 to
be larger than those containing materials without nitrogen. In
the case of GaNAs, there is an agreement that while the
electron effective mass is increased with the presence of ni-
trogen, it was not as high as suggested by initial reports.33

Few investigations dealing with the electron effective mass
for GaInNAs�Sb� can be found.15,16,18,21,38 It is generally ac-
cepted for GaInNAs�Sb� that the electron effective mass in-
creases after the incorporation of nitrogen atoms as well. It is
also expected that the absolute value of the GaInNAs�Sb�
electron effective mass should be lower than GaNAs with the
same nitrogen concentration according to a general trend in
semiconductors described by the Kane model. This model
shows that the electron effective mass is correlated with the
band gap energy: a smaller band gap leads to a lower elec-
tron effective mass. The introduction of indium and anti-
mony atoms into GaNAs decreases the electron effective
mass in addition to decreasing the band gap energy. The
absolute value of the electron effective mass in GaInNAsSb
poses an open question.

In this paper, GaInNAsSb/GaAs single QWs �SQWs�
with identical nitrogen content and antimony fluxes, and
varying indium concentrations in the range of 8%–32%, are
investigated by contactless electroreflectance �CER�.39–41

Similar to photoreflectance �PR�, this technique is an excel-
lent tool to investigate both the fundamental and higher order
QW transitions due to its absorptionlike character and high
sensitivity. However, this technique has a number of advan-
tages over PR for the study of QW structures. CER does not
require a laser as the pump beam and avoids the photolumi-
nescence background due to this pump beam. Also, CER
spectra are free of below-band-gap oscillation features,
which are often observed in PR spectra, especially for GaAs-
based structures grown on n-type GaAs substrates.41 The
analysis of CER data together with theoretical calculations
makes it possible to determine material parameters such as
the band gap discontinuity and the electron effective mass.
Such procedures have been often applied in PR and CER
studies for different semiconductor structures.25–27,40,42,43 In
this paper, the same approach has been applied to study the
QC and electron effective mass for GaInNAsSb/GaAs QWs
with different indium contents.

II. EXPERIMENTAL DETAILS

The GaInNAsSb/GaAs QW samples used in this study
were grown on n-type �100� GaAs substrates by solid-source
molecular beam epitaxy �MBE� in a Varian Mod Gen-II sys-
tem. Gallium and indium were supplied by SUMO effusion
cells. A valved arsenic cracker supplied As2 and an unvalved
antimony cracker supplied monomeric antimony. The
GaInNAsSb QWs were grown at a substrate temperature of
440 °C measured by pyrometry. An arsenic-to-gallium over-
pressure of 2.0�10−7 torr and an antimony flux of 1.0
�10−7 torr beam equivalent pressure were supplied during
the GaInNAsSb QW growth. Nitrogen was supplied by a
modified SVT Associates plasma cell operating at a rf of
13.56 MHz. Nitrogen gas of 5N �99.999%� purity was fil-
tered through a �1 ppb �parts per 109�. Pall Mini-Gaskleen
purifier to minimize oxygen contamination. The cell was op-
erated with 300 W input power and a nitrogen gas flow of
0.5 SCCM �SCCM denotes cubic centimeter per minute at
STP�. Nitrogen incorporation into �In�GaAs is directly con-
trolled by the group-III growth rate and obeys the equation

�N % � =
K

�GR�
, �1�

where �N%� is the percentage of nitrogen desired, K is a
constant obtained from calibrations, and �GR� is the group-
III growth rate in �m/h.44 The constant K is a function of
nitrogen gas flow45 into the rf plasma cell and the amount of
antimony46–48 present in the dilute-nitride layer. The total
group-III flux �gallium and indium� was held constant such
that the nitrogen composition remained the same for all
samples in this series. Different indium compositions were
obtained by changing the ratio of indium and gallium fluxes.
The structure for all samples consists of a 7.5 nm
GaInNAsSb QW grown on a 300 nm GaAs buffer and
capped by a 50 nm GaAs layer. The compositions of the
samples were determined by high-resolution x-ray diffraction
�HRXRD� and secondary-ion-mass spectrometry �SIMS�.49

HRXRD was obtained with a Philips X’Pert Pro four crystal
high-resolution x-ray diffractometer and SIMS analysis from
a Physical Electronics ADEPT 1010 quadrupole analyzer.

In order to measure CER spectra, a so-called “bright
configuration” of the setup has been used.50 Light from a
halogen lamp �150 W� was reflected off the sample, sent
through a single-grating 0.55 m focal length monochromator,
and detected by an InGaAs p-i-n photodiode. Any significant
differences between the classical “dark configuration” and
the bright configuration were not observed within our
experience.51 Note that the illumination by white light can be
treated as a constant modification of band bending in the
investigated structure and it is not expected that this modifi-
cation strongly affects energies of QW transitions for these
samples. Samples for CER measurements were mounted in a
capacitor. The top electrode of the capacitor is a copper-wire
mesh and is semitransparent for light. This electrode was
kept at a distance of 0.1–0.3 mm from the sample surface
while the sample itself was fixed on the bottom copper elec-
trode. A maximum peak-to-peak alternating voltage of
�1.9 kV was applied. The frequency of the ac voltage was
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285 Hz. Phase sensitive detection of the CER signal was
made using a lock-in amplifier. Note that the PR technique,
which is more common than CER, was not applied in this
case because the QW samples were grown on n-type GaAs
substrates. With these substrates, a below GaAs band gap
oscillation is observed in PR spectra whereas such an oscil-
lation is not observed in CER spectra.41 In order to avoid the
“oscillation issue” in this work, CER was applied rather than
PR spectroscopy.

III. THEORETICAL APPROACH

The calculations of QW energy levels have been per-
formed within the framework of the effective mass approxi-
mation. The influence of strain on the band structure is taken
into account, but excitonic effects are neglected. The biaxial
strain was calculated based on the Pikus-Bir Hamiltonian.52

For the E0 critical point in GaInNAsSb �k=0� the hydrostatic
component of the strain, �EH, shifts the valence and conduc-
tion bands. This total shift corresponds to the change in the
band gap energy due to a hydrostatic deformation, which is
proportional to the deformation potential a, that is measured.
The total shift should be divided between the valence and
conduction bands proportionally to the potential constants aV

and aC, where a=aV+aC. The shear component, �ES, re-
moves the valence-band degeneracy, giving a separate EHH

�related to heavy holes� and ELH �related to light holes�. For
highly strained QWs, such as GaInNAsSb/GaAs QWs with
high indium content, the strain-induced coupling with the
spin-orbit split band cannot be neglected. Thus taking into
account the coupling, the energies of the conduction and va-
lence bands can be expressed in terms of the unstrained value
as

EC
* = EC + �EH

C, �2a�

EV
HH = EV + �EH

V + �ES, �2b�

EV
LH = EV + �EH

V −
1

2
�� − �ES

− �	1 − 2
�ES

�
+ 9
�ES

�
�2� , �2c�

where EC and EV correspond to the energies of the conduc-
tion and valence bands at k=0, respectively. The values of
the �EH

C, �EH
V, and �ES are given by the following formu-

las:

�EH
C = 2aC
1 −

C12

C11
�� , �3a�

�EH
V = 2aV
1 −

C12

C11
�� , �3b�

�ES = b
1 − 2
C12

C11
�� , �3c�

where � is the in-plane strain, C11 and C12 are elastic stiff-
ness constants, and b is the shear deformation potential. � is
the energy between the valence and spin-orbit split bands
and is 0.34 eV for GaAs. The value of � changes for
GaInNAsSb and a linear interpolation between the � of the
binary compounds does not work correctly �as is the case for
the linear interpolation for the band gap energy�. However, a
linear interpolation for this parameter can be accepted as a
first-order approximation, especially since an exact value of
this parameter is not important for QWs with low indium
content �samples with low strain since �ES /�	1�. Also for
samples with high indium content, this parameter is not cru-
cial in the calculations. Please note that this parameter influ-
ences energies of light-hole transitions only.

The material parameters necessary in the calculations
conform with Vegard’s law with good accuracy, contrary to
the behavior mentioned for the band gap energy and the elec-
tron effective mass. Therefore, all the material parameters for
Ga1−xInxNyAs1−y−zSbz have been obtained by linear interpo-
lation between the parameters of a relevant binary
semiconductor53,54 according to Eq. �4�.

Q�x,y,z� = �1 − x�yQGaN + �1 − x��1 − y − z�QGaAs

+ �1 − x�zQGaSb + xyQInN + x�1 − x − y�QInAs

+ xzQInSb, �4�

where Qi=bi or C12i �i=GaN, GaAs, GaSb, InN, InAs, and
InSb�. The parameters of binary compounds used in the cal-
culations are listed in Table I.

The conduction- and valence-band offsets, QC and QV,
are defined by Eq. �5� as

QC =
�EC

��EC + �EV�
� 100 % , �5a�

TABLE I. Room temperature binary material parameters used to calculate the strained quinary GaInNAsSb
material parameters taken after Refs. 53 and 54.

Parameter �unit� GaN GaAs GaSb InN InAs InSb

Heavy-hole mass mhh/m0 0.85 0.35 0.25 0.83 0.33 0.26
Light-hole mass mlh /m0 0.24 0.09 0.044 0.16 0.027 0.015

CB hydrostatic deformation potential aC �eV� −6.71 −7.17 −7.5 −2.65 −5.08 −6.94
VB hydrostatic deformation potential aV �eV� −0.69 −1.16 −0.8 −0.7 −1.0 −0.36

Shear deformation potential b �eV� −2.2 −2.0 −2.0 −1.2 −1.8 −2.0
Elastic constant C11 �GPa� 293 1221 884.2 187 832.9 684.7
Elastic constant C12 �GPa� 159 566 402.6 125 452.6 373.5
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QV = �100 % − QC� , �5b�

where �EC and �EV are the conduction- and valence-band
discontinuities at the heterojunction for unstrained materials,
as illustrated in Fig. 1. They are designated unstrained be-
cause they are the “natural” band offset corresponding to the
ab initio calculations55 and the experimental values extracted
from x-ray photoemission measurements. From a laser de-
vice perspective, the most interesting values are the band gap
discontinuities with the strain corrections, shown in Fig. 1 as
�EC

* and �EV
HH. Generally, the most appropriate approach

to heterojunction band offsets is to determine the QC �or QV�
since a GaInNAsSb/GaAs QW can be grown on both GaAs
and InP substrates. For identical QWs grown on different
substrates, the QC does not vary, whereas the �EC

* and
�EV

HH discontinuities vary due to different lattice strains.
Moreover, the values of �EC

* and �EV
HH discontinuities can

be calculated if the unstrained natural offset, QC, is known.
Thus the QC value is more universal. In this paper, both the
QC and �EC

* and �EV
HH discontinuities are determined.

In the calculations, the QC and electron effective mass
are treated as free parameters. The band gap energy of the
GaInNAsSb layer has been adjusted to the experimental
value of the QW ground state transition on the basis of a
series of calculations with various QC and me. It was ob-
served that the energy of the ground state transition does not
vary significantly with the change in the QC. In addition, the
energy difference between the QW levels �the most impor-
tant criterion for the electron effective mass determination� is
insensitive to small changes in the band gap energy. For
example, the change in the GaInNAsSb band gap energy
from 800 to 790 meV, at QC=70% and me=0.09m0, changes
the energy difference between the first and the second elec-
tron levels by less than 1 meV. Thus the band gap energy
can be easily adjusted in the calculations. An error associated
with the GaInNAsSb band gap energy exists, but this error
does not influence the conclusion concerning the �EC

*,
�EV

HH, and me because this error is compensated by errors

associated with hydrostatic coefficients and elastic stiffness
constants of the binary compounds. Note that with this ap-
proach, �EC

*, �EV
HH, and me can be precisely determined

despite the fact that a five element alloy is considered.
This situation is possible since, to solve the Schrödinger

equation given by Eq. �6�,

−

2

2

�

�z
� 1

m*�z�
�fn�z�

�z
� + V�z�fn�z� = Enfn�z� , �6a�

V�z� =  0, �z� � LZ/2

V0, �z� � LZ/2,
� �6b�

we only need to know three parameters: the QW depth �V0�,
the effective mass in the �100� direction �m*�, and the QW
width �LZ�. The En and fn in Eq. �6a� are the energy and the
wave function related to n subband, respectively. V0 corre-
sponds to �EC

*, �EV
HH, and �EV

LH for electrons, heavy
holes, and light holes, respectively. V0 is calculated by using
several material parameters after Eqs. �2�–�4�. The adjust-
ment of the GaInNAsSb band gap energy to the ground state
transition compensates errors from Eqs. �2�–�4�, which are
from inaccuracies of the material parameters for binary com-
pounds. It should be noted that the QC extracted from the
analysis possesses a relative error higher than �EC

*, �EV
HH,

and me.

IV. RESULTS AND DISCUSSION

Figure 2 shows the HRXRD spectra obtained for the
GaInNAsSb/GaAs QWs with different indium contents. All
the samples have well defined QW signals and strong Pen-
dellösung fringes, indicating good structural quality. As ex-
pected, a large change in strain is observed with the addition
of indium. The strain increases from +0.7% at the low in-
dium content to +2.0% in the high indium composition. In
addition to HRXRD, SIMS has been employed to determine
the composition of these samples.49 A summary of the data is
shown in Fig. 3. The indium, antimony, and nitrogen con-
tents shown in Fig. 3 were used in the calculations. In this

FIG. 1. Energy-band diagram in real space for compressively strained
GaInNAsSb/GaAs QWs.

FIG. 2. �004� � /2� HRXRD spectra of GaInNAsSb/GaAs QWs with vary-
ing indium concentrations.
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figure, it is seen that the indium content is very close to the
intended value. The nitrogen composition for all four
samples remains constant at 2.5%, whereas the antimony
composition decreases with an increase of indium concentra-
tion. A detailed discussion on this issue can be found in Ref.
49.

The top panels in Figs. 4–7 show the room temperature
CER spectra for GaInNAsSb/GaAs SQWs with 8%, 16%,
24%, and 32% In, respectively. All CER spectra are domi-
nated by the GaAs band gap bulklike signal at an energy of
�1.42 eV. Below the GaAs signal, CER features associated
with the optical transitions in GaInNAsSb/GaAs SQW are
clearly observed. These features are analyzed using the low-
field electromodulation Lorentzian line shape functional
form40

�R

R
�E� = Re��

j=1

n

Cje
ij�E − Ej + i� j�−mj� , �7�

where n is the number of the optical transitions and spectral
functions used in the fitting procedure, Cj and  j are the
amplitude and phase of the line shape, and Ej and � j are the

FIG. 3. Indium, nitrogen, and antimony compositions as a function of the
intended indium content.

FIG. 4. Top panel: Room temperature CER spectra of the
GaInNAsSb/GaAs SQW with 8% In content �solid line� together with the
fitting curve �thick line� and the moduli of individual CER resonances
�dashes lines�. Bottom panel: Theoretical calculations performed for me

=0.09m0 and various QC.

FIG. 5. Top panel: Room temperature CER spectra of the
GaInNAsSb/GaAs SQW with 16% In content �solid line� together with the
fitting curve �thick line� and the moduli of individual CER resonances
�dashes lines�. Bottom panel: Theoretical calculations performed for me

=0.09m0 and various QC.

FIG. 6. Top panel: Room temperature CER spectra of the
GaInNAsSb/GaAs SQW with 24% In content �solid line� together with the
fitting curve �thick line� and the moduli of individual CER resonances
�dashes lines�. Bottom panel: Theoretical calculations performed for me

=0.09m0 and various QC.
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energy and the broadening parameter of the transitions, re-
spectively. The term m refers to the type of optical transi-
tions. In this case we assume that m=3. It corresponds to a
one electron transition in a two dimensional system and is
very close to the third derivative Gaussian line shape, i.e.,
the most appropriate line shape at room temperature. In Figs.
4–7 the fitting curves are shown as thick solid lines. In ad-
dition the moduli of individual resonances �dashed lines� ob-
tained according to Eq. �8� are shown in these figures.

�� j�E� =
�Cj�

��E − Ej�2 + � j
2�m/2 . �8�

In general, the number of CER resonances necessary to
simulate experimental data is decided by arbitrarily analyz-
ing individual CER spectra by the naked eye �note that pre-
liminary calculations help make a reasonable decision�. It is
obvious that a larger number of CER resonances better simu-
late experimental data but each resonance has to be justified
since imaginary transitions can be generated if too many
resonances were used to simulate a CER spectrum. There-
fore, the moduli of individual CER resonances are plotted
and evaluated. The evaluation means a comparison of tran-
sition intensities and the energy difference between indi-
vidual resonances in order to eliminate resonances with
strong overlap. Energies of CER resonances can be extracted
from CER spectra with high accuracy �better than 1 meV�
because of the differential character of CER lines and a lot of
experimental points per one resonance ��200–300�. How-
ever, for overlapping CER resonances the accuracy is worst.
In our case, the energy error can be estimated by making fits
with one or two resonances in different spectral regions. In
order to simulate a signal originating from a neighbor reso-

nance or a background signal, a linear or paraboliclike func-
tion can be added to Eq. �7�. In this way, it has been esti-
mated that the energy error for overlapping resonances is
smaller than 5 meV. For CER resonances, which are well
separated from neighbor resonances, the error has been esti-
mated to be �2 meV �see the moduli in Figs. 4–7 in order to
compare the separation between CER resonances�.

The identification of CER resonances was possible due
to a series of calculations with various QC and me. The no-
tation klH�L� denotes the transition between the kth heavy-
hole �light-hole� valence subband and the lth conduction sub-
band. The resonance at the lowest energy originates from the
11H transition, which is a fundamental transition for all
SQW samples. In addition to the 11H transition, the CER
spectra show an 11L transition �the lowest energy transition
for light holes� and transitions between excited QW states
such as 22H, 33H, and 22L. The partially forbidden transi-
tions, such as the 31H transition, were also considered. How-
ever, it was concluded that they are weak in comparison with
the allowed transitions and were neglected in the fitting pro-
cedure. In this manner, the number of CER resonances was
reduced to the number of allowed transitions.

The bottom panels in Figs. 4–7 show the results of the-
oretical predictions for GaInNAsSb/GaAs SQWs considered
in the figures. Such a plot allows us to attribute individual
CER resonances to concrete QW transitions. In general, the
results shown in the bottom part of Figs. 4–7 need many
iterations with various me �these iterations are not shown in
the figures�. Please note that in order to determine QC and
me, we carefully investigated the energy difference between
QW transitions, making plots similar to those shown in Figs.
8 and 9 �these figures are discussed in the next part of the
paper�. Finally, Figs. 4–7 show the theoretical calculations

FIG. 7. Top panel: Room temperature CER spectra of the
GaInNAsSb/GaAs SQW with 32% In content �solid line� together with the
fitting curve �thick line� and the moduli of individual CER resonances
�dashes lines�. Bottom panel: Theoretical calculations performed for me

=0.09m0 and various QC.

FIG. 8. Method used to analyze the me in GaInNAsSb/GaAs SQWs with �a�
8% In, �b� 16% In, �c� 24%, In, and �d� 32% In. The horizontal dashed lines
correspond to the energy difference between the 22H and 11H transitions
taken from experimental data. The vertical thin dashed lines show the rec-
ommended range of the electron effective mass for these samples, whereas
the dots mean the expected change in the electron effective mass.
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performed for the same electron effective �me=0.09m0�. Pos-
sible changes in the electron effective mass are discussed in
the text.

For the GaInNAsSb/GaAs QW with 8% In content, four
resonances have been resolved in the CER spectrum. The
best agreement between experimental data and theoretical
calculations was achieved for QC=40% and is consistent
with previous investigations for GaInNAsSb/GaAs QWs
with low indium content �8%� and with various antimony
concentrations.21 For increasing indium concentrations, the
heavy-hole transitions evidently shift to the red, whereas the
light-hole transitions do not shift. In addition, the splitting
between the 11H and 11L transitions increases with an in-
crease in indium content. The observed behavior of the light-
hole transitions is typical for QWs with increasing compres-
sive strain �in this case the rise of indium content increases
the strain in QWs�. In addition, a CER resonance related to
the 33H transition appears for QWs with 24% In and 32% In
and is the result of a third electron level. The confinement of
the third electron level is related to two effects: �i� the In-
induced decrease of the band gap energy for GaInNAsSb and
�ii� the In-induced increase in the QC for this system. The
second effect is clearly visible in Fig. 9. The best agreement
between experimental data and theoretical calculations for
the four samples is observed at various QC and it is seen that
the QC increases with the rise of indium content. For the QW
with 32% In concentration, the QC is close to 80% and is
consistent with previous studies for high indium content
GaInNAsSb/GaAs QWs.56 It has been shown that the QC in
GaInNAsSb/GaAs QWs can be tuned with the variation in
indium content. The observed increase in QC with increasing
indium content is in agreement with literature data for
antimony-free GaInNAs QWs.15,16 The antimony-related

contribution to the change in QC is only a second order effect
since the change in indium content is much larger than the
change in antimony content, as seen in Fig. 3. Finally, it is
concluded that the QC and the band gap energy can be con-
trolled in GaInNAsSb/GaAs QWs more easily compared to
antimony-free systems since an increase in the indium con-
tent leads to an increase in the QC value, whereas an increase
in the antimony content leads to a decrease of the QC value.21

This conclusion is important for the optimization of
GaInNAsSb-based laser structures. Moreover, it shows that
QWs composed of quinary compounds have some advan-
tages in comparison with QWs composed of ternary com-
pounds for which an independent control of the band gap
discontinuity and the band gap energy is impossible.

The second free parameter in the calculations is the elec-
tron effective mass. The high value of the electron effective
mass in GaInNAsSb is related to the incorporation of nitro-
gen atoms. In the GaInNAsSb samples, the nitrogen content
does not vary. Therefore, it can be assumed that the nitrogen-
related increase for the electron effective mass is the same
for all samples. Any possible differences in the electron ef-
fective mass are small since they are related to changes in the
indium and antimony concentrations. Based on data from
literature,53 it has been estimated that the differences in the
electron effective mass for the nitrogen-free samples are
�13%. Therefore, for the samples investigated in this paper,
it can be assumed that the electron effective mass decreases
by less than �13% with a rise in indium content from 8% to
32%. This assumption leads to a narrow window of accept-
able me for our samples. An agreement between experimental
data and theoretical predictions should appear for each
sample at the same value of the me. This value is easy to
locate in Fig. 8. It is clearly visible that the electron effective
mass should be close to 0.09m0 for each sample. It is also
apparent that the high value of the electron effective mass
�me�0.12m0� is not appropriate for GaInNAsSb. This con-
clusion is consistent with the literature, since it can be as-
sumed that the upper limit for the electron effective mass in
GaInNAsSb, with 2.5% N content, corresponds to the elec-
tron effective mass in GaN0.025As0.975 ��0.1–0.12�m0 accord-
ing to the band anticrossing model57,58 and Refs. 25 and 34–
36�. Incorporation of indium and antimony atoms leads to a
decrease of the electron effective mass. The mass should be
smaller than 0.1m0. If we assume that the QW with 8% In
content has an electron effective mass of 0.1m0, then the
13% change in the electron effective mass leads to a shift of
�me=0.013m0. For the sample with 32% In content, the
electron effective mass should be close to 0.087m0. The ex-
pected trend towards lower electron effective masses with
increasing indium content can be seen in Fig. 8.

The calculations shown in Figs. 4–7 were performed
with the same electron effective mass, me=0.09m0. The
change in me affects the conclusions relating to the QC value.
If the assumed electron effective mass is too high, the result-
ant conduction-band offset is also too large �this behavior is
illustrated in Fig. 9�. In order to estimate an error associated
with this effect, the calculations were repeated for different

FIG. 9. Method used to analyze the QC in GaInNAsSb/GaAs SQWs with
�a� 8% In, �b� 16% In, �c� 24% In, and �d� 32% In. The horizontal dashed
lines correspond to the energy difference between the 22H and 11H transi-
tions taken from experimental data. The solid and dashed curves correspond
to the energy difference between the 22H and 11H transitions obtained from
the theoretical calculations with the electron effective mass of 0.1m0 and
0.09m0, respectively.

013504-7 Kudrawiec et al. J. Appl. Phys. 101, 013504 �2007�

 [This article is copyrighted as indicated in the abstract. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to ] IP:

129.116.140.35 On: Mon, 11 Nov 2013 19:16:58



electron effective masses. Finally it has been concluded that
the QC in the samples is close to the value shown in Fig. 9 by
the arrows.

Figure 10 shows the band gap discontinuities, �EC
* and

�EV
HH, obtained for the GaInNAsSb/GaAs QW samples.

With an increase of indium concentration, the electron con-
finement depth increases while the depth of the heavy-hole
confinement decreases. This phenomenon is related to the
previously mentioned increase in the QC due to an increase
of the indium content. Also the observed change in antimony
content influences the �EC

* and �EV
HH. In a previous paper,

it was shown that an increase of the antimony content in
GaInNAsSb/GaAs QWs primarily increases the depth of the
heavy-hole QW.21 For the samples discussed in this paper, a
decrease in antimony content appears with a rise of the in-
dium content. However, the Sb-related contribution to
changes in the band gap discontinuities is smaller than the
In-related contribution since the absolute change in indium
content is much larger than the change in antimony content.

V. CONCLUSIONS

CER spectroscopy has been applied to investigate the
interband transitions in GaInNAsSb/GaAs SQWs with vari-
ous indium concentrations. The ground 11H and 11L transi-
tions and the excited state transitions such as 22H, 22L, and
33H were clearly observed in the CER spectra. The experi-
mental QW transition energies were compared with theoret-
ical predictions based on an effective mass formalism model.
The QC and me were varied to obtain a match between theory
and measured data. It has been concluded that the QC in-
creases from 40% to 80% with an increase in indium content
from 8% to 32%. It corresponds to an increase of the electron
QW depth by a factor of �2.5 �290 meV� and a decrease of
the heavy-hole QW depth by a factor of �2 �150 meV�.
These results demonstrate that the band gap discontinuity in
GaInNAsSb/GaAs QW can be tuned by a change in indium
composition. In addition, it has been shown that the electron
effective mass for these QWs is close to 0.09m0.
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